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Surface Self-Assembly of Trans-Substituted Porphyrin
Double-Decker Complexes Exhibiting Slow Magnetic
Relaxation (Conference-ACSIN-12&ICSPM21-)

Vol. 12, pp. 124-128 (March 24, 2014)
D. Tanaka, T. Inose, S. Shimono, H. Tanaka, T. Tamaki, A. I.
A. Abd El-Mageed, A. K. F. Dyab, N. Ishikawa, T. Ogawa
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In-situ Studies of Structure and Magnetic Properties of

Co Clusters on Au(111)

(Conference-ACSIN-12&ICSPM21-)

Vol. 12, pp. 129-132 (March 24, 2014)

Y. Kishimizu, T. Ueno, M. Sawada, H. Furuta, A. Kimura, H.

Namatame, M. Taniguchi
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Heini Rohrer, A Reductionist
(Conference -ACSIN-12&ICSPM21-)
Vol. 12, pp. 133-135 (March 29, 2014) Young Kuk
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Theoretical Investigations for the Formation of
InN/GaN(0001) Heterostructures
(Conference -ACSIN-12&ICSPM21-)

Vol. 12, pp. 13-140 (April 5, 2014)
Ayako Ito, Toru Akiyama, Kohji Nakamura, Tomonori Ito
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Highly Efficient Light-Emitting Electrochemical Cells
(LECs) from Host-Guest Cationic Iridium(III)
Complexes (Conference-ACSIN-12&ICSPM21-)

Vol. 12, pp. 141-144 (April 5, 2014)

Wongkaew,
Wongsang, Somboon Sahasithiwat , Rukkiat Jitchati

Praweena Usana Mahanitipong,  Natsiri
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The Analysis of Metal Catalyst Nanoparticle by Atom
Probe Tomography (Conference —~ALC13-)

Vol. 12, pp. 145-148 (April 5, 2014)
M. Morita, M. Karasawa , T. Asaka, M. Owari




